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Environmental Protection Agency § 63.5698 

§ 63.5692 How do I know if my boat 
manufacturing facility is a new 
source or an existing source? 

(a) A boat manufacturing facility is a 
new source if it meets the criteria in 
paragraphs (a)(1) through (3) of this 
section. 

(1) You commence construction of 
the affected source after July 14, 2000. 

(2) It is a major source. 
(3) It is a completely new boat manu-

facturing affected source where no 
other boat manufacturing affected 
source existed prior to the construc-
tion of the new source. 

(b) For the purposes of this subpart, 
an existing source is any source that is 
not a new source. 

§ 63.5695 When must I comply with 
this subpart? 

You must comply with the standards 
in this subpart by the compliance dates 
specified in Table 1 to this subpart. 

STANDARDS FOR OPEN MOLDING RESIN 
AND GEL COAT OPERATIONS 

§ 63.5698 What emission limit must I 
meet for open molding resin and gel 
coat operations? 

(a) You must limit organic HAP 
emissions from the five open molding 
operations listed in paragraphs (a)(1) 
through (5) of this section to the emis-
sion limit specified in paragraph (b) of 
this section. Operations listed in para-
graph (d) are exempt from this limit. 

(1) Production resin. 
(2) Pigmented gel coat. 
(3) Clear gel coat. 
(4) Tooling resin. 
(5) Tooling gel coat. 
(b) You must limit organic HAP 

emissions from open molding oper-
ations to the limit specified by equa-
tion 1 of this section, based on a 12- 
month rolling average. 

HAP Limit M M M M M EqR PG CG TR TG= ( ) + ( ) + ( ) + ( ) + ( )[ ] ( )46 159 291 54 214 .  1

Where: 

HAP Limit= total allowable organic HAP 
that can be emitted from the open molding 
operations, kilograms. 

MR = mass of production resin used in the 
past 12 months, excluding any materials 
exempt under paragraph (d) of this section, 
megagrams. 

MPG = mass of pigmented gel coat used in the 
past 12 months, excluding any materials 
exempt under paragraph (d) of this section, 
megagrams. 

MCG = mass of clear gel coat used in the past 
12 months, excluding any materials exempt 
under paragraph (d) of this section, 
megagrams. 

MTR = mass of tooling resin used in the past 
12 months, excluding any materials exempt 
under paragraph (d) of this section, 
megagrams. 

MTG = mass of tooling gel coat used in the 
past 12 months, excluding any materials 
exempt under paragraph (d) of this section, 
megagrams. 

(c) The open molding emission limit 
is the same for both new and existing 
sources. 

(d) The materials specified in para-
graphs (d)(1) through (3) of this section 
are exempt from the open molding 

emission limit specified in paragraph 
(b) of this section. 

(1) Production resins (including skin 
coat resins) that must meet specifica-
tions for use in military vessels or 
must be approved by the U.S. Coast 
Guard for use in the construction of 
lifeboats, rescue boats, and other life- 
saving appliances approved under 46 
CFR subchapter Q or the construction 
of small passenger vessels regulated by 
46 CFR subchapter T. Production resins 
for which this exemption is used must 
be applied with nonatomizing (non- 
spray) resin application equipment. 
You must keep a record of the resins 
for which you are using this exemp-
tion. 

(2) Pigmented, clear, and tooling gel 
coat used for part or mold repair and 
touch up. The total gel coat materials 
included in this exemption must not 
exceed 1 percent by weight of all gel 
coat used at your facility on a 12- 
month rolling-average basis. You must 
keep a record of the amount of gel 
coats used per month for which you are 
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